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MILL TEST CERTIFICATE

TYPE | CONSTRUCTION DIAMETER(MM) SURFACE
AISI 304 ilaE” 10.00 ' LUCENCY
[ LAY LAY PITCH(MM) T/S FOR WIRE (N/MM2) | ABL(N)
L RHL 85.00 1570 84580

CHEMISTRY PRODUCTION %

i

NI CR C Si MN |S i P MO

. 1
8.15 18.00 | 0.057 |*** 132 (D22 E D03 | = J
TECHNOLOGY QUALIFICATION DIN 3053
MANUFACTURE DATE 20181215
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SIGN: GENGFEN WANG DATE: 2018-12-16



